TEST REPORT

RPAP TDAE OIL
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) %A, 29.5C gn/cc ASTM D-1298 0. 937

R, 15C gn/cc ASTM D-1298 0. 946
3 #4 AR, 407C cSt ASTM D-445 19. 72

4 P v gk, COC C ASTM D-92 256
5 i g C ASTM D-97 +24
6 g C ASTM D-611 71.2
7 534 5(P.CA) % wt IP 346 2. 80
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